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Supplier

SHINKONG MATERIALS TECHNOLOGY CO., LTD.

PET FILM

SHINPEX

POLYETHYLENE TEREPHTHALATE

SHINKONG MATERIALS TECHNOLOGY CO., LTD.

Test Report No.: ETF21400005　　　　Date: 14-Apr-2021

SHINKONG MATERIALS TECHNOLOGY CO., LTD.

NO. 80,82, LN. 76, XINGUANG E.RD., DAXI DIST., TAOYUAN CITY 335, TAIWAN (R.O.C.)

The following sample(s) was/were submitted and identified by/on behalf of the applicant as:

TAIWANCountry of Origin

Sample Submitted By

Sample Name

Style/Item No.

Sample Material

PIN CODE: 495514DD

06-Apr-2021

06-Apr-2021 to 14-Apr-2021

Sample Receiving Date

Testing Period

Test Requested

Test Results Please refer to following pages.

As specified by client, the sample(s) was/were tested according to U.S. Food and

Drug Administration (FDA) 21 CFR 177.1630 (Condition of use f) to conduct test.

Please refer to result table for testing item(s).
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No.1 :

PASS

Result

No.1

According to US FDA 21 CFR

177.1630 (f): 2020.

mg/in² 0.1 n.d. 0.5

According to US FDA 21 CFR

177.1630 (f): 2020.

mg/in² 0.1 n.d. 0.5

1.

2.

3.

Test Item(s)

TEST PART DESCRIPTION

Test Result(s)

TRANSPARENT PLASTIC FILM

Chloroform-soluble extractives (D.I.

Water, 250℉, 2 hr)

MDL LimitUnitMethod

Chloroform-soluble extractives (n-

Heptane, 150℉, 2 hr)

Note：

mg/kg = ppm；0.1wt% = 1000ppm

MDL = Method Detection Limit

n.d. = Not Detected ( Less than MDL)
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#PIC

* The tested sample / part is marked by an arrow if it's shown on the photo. *

** End of Report **
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